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Absorption Spectra:

Methyl(ethyl)methoxysilanes and Silane

(CH3)3-Si-O-CH2-CH3

(CH3)3-Si-O-CH3
(CH3)2-Si-(O-CH3)2
CH3-Si-(O-CH3)3
SiH4

Note:   The low absorption at long wavelengths can be
            due to the presence of impurities.


